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Applicant : Yangjiang HC Household Co., Ltd
Address: Bldg 1 #7 Wanyang Industrial Zone Yangjiang Guangdong China

The following sample(s) and sample information was/were submitted and identified by client as:

Sample Name: Burger press, Dome, Burger spatula, Burger scraper
Country of Origin: China

Receiving Date: Jan 4,2026

Test Period: From Jan 4,2026 to Jan 9,2026

Add Information: -

Test Summary:

# Test Item(s) Conclusion

Regulation (EC) No 1935/2004, Council of Europe Resolution CMRes(2020)9 -For Metal Material

1 | Specific Migration of Heavy Metal PASS
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Authorized Signatory

Mark Mai

(Technical Director)
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Result:

Regulation (EC) No 1935/2004, Council of Europe Resolution CMRes(2020)9 -For Metal Material

1. Specific Migration of Heavy Metal
EDQM on metals and alloys used in food contact materials and articles 2nd Edition, determined by ICP-OES&ICP-MS

Test condition: 0.5% Citric acid,100°C , 2h

Material Limit MDL
Elements 1 (mglkg) (mg/kg)

1st + 2nd 3rd 1st + 2nd 3rd 1st + 2nd 3rd
1 Tin (Sn) N.D. N.D. 700 100 2 1
2 Copper (Cu) N.D. N.D. 28 4 2 1
3 Iron (Fe) 2 N.D. 280 40 2 1
4 Manganese (Mn) N.D. N.D. 3.85 0.55 0.2 01
5 Zinc (Zn) N.D. N.D. 35 5 2 1
6 Aluminum (Al) N.D. N.D. 35 5 2 1
7 Barium (Ba) N.D. N.D. 8.4 1.2 0.2 0.1
8 Chromium (Cr) N.D. N.D. 7 1 0.1 0.05
9 Nickel (Ni) 0.15 0.05 0.98 0.14 0.1 0.05
10 | Lithium (Li) N.D. N.D. 0.336 0.048 0.02 0.01
11 | Beryllium (Be) N.D. N.D. 0.07 0.01 0.002 0.001
12 | Vanadium (V) N.D. N.D. 0.07 0.01 0.002 0.001
13 | Cobalt (Co) 0.006 0.003 0.14 0.02 0.002 0.001
14 | Molybdenum (Mo) N.D. N.D. 0.84 0.12 0.02 0.01
15 | Silver (Ag) N.D. N.D. 0.56 0.08 0.02 0.01
16 | Antimony (Sb) N.D. N.D. 0.28 0.04 0.02 0.01
17 | Lead (Pb) N.D. N.D. 0.07 0.01 0.002 0.001
18 | Arsenic (As) N.D. N.D. 0.014 0.002 0.002 0.001
19 | Cadmium (Cd) N.D. N.D. 0.035 0.005 0.002 0.001
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20 | Mercury (Hg) N.D. N.D. 0.021 0.003 0.002 0.001
21 | Thallium (TI) N.D. N.D. 0.007 0.001 0.0002 0.0001
22 | Magnesium (Mg) N.D. N.D. - - 2 1
23 | Titanium (Ti) N.D. N.D. - - 2 1
24 | Zirconium(Zr) N.D. N.D. 14 2 0.2 0.1

- Conclusion PASS PASS - - - -
Material Limit MDL
Elements 5 (mg/kg) (mg/kg)

1st + 2nd 3rd 1st + 2nd 3rd 1st + 2nd 3rd
1 Tin (Sn) N.D. N.D. 700 100 2 1
2 Copper (Cu) N.D. N.D. 28 4 2 1
3 Iron (Fe) 81 3 280 40 2 1
4 Manganese (Mn) 0.2 N.D. 3.85 0.55 0.2 0.1
5 Zinc (Zn) N.D. N.D. 35 5 2 1
6 | Aluminum (Al) N.D. N.D. 35 5 2 1
7 Barium (Ba) N.D. N.D. 8.4 1.2 0.2 0.1
8 Chromium (Cr) 0.49 0.09 7 1 0.1 0.05
9 Nickel (Ni) N.D. N.D. 0.98 0.14 0.1 0.05
10 | Lithium (Li) N.D. N.D. 0.336 0.048 0.02 0.01
11 | Beryllium (Be) N.D. N.D. 0.07 0.01 0.002 0.001
12 | Vanadium (V) 0.008 N.D. 0.07 0.01 0.002 0.001
13 | Cobalt (Co) 0.012 0.001 0.14 0.02 0.002 0.001
14 | Molybdenum (Mo) N.D. N.D. 0.84 0.12 0.02 0.01
15 | Silver (Ag) N.D. N.D. 0.56 0.08 0.02 0.01
16 | Antimony (Sb) N.D. N.D. 0.28 0.04 0.02 0.01
17 | Lead (Pb) N.D. N.D. 0.07 0.01 0.002 0.001
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18 | Arsenic (As) N.D. N.D. 0.014 0.002 0.002 0.001
19 | Cadmium (Cd) N.D. N.D. 0.035 0.005 0.002 0.001
20 | Mercury (Hg) N.D. N.D. 0.021 0.003 0.002 0.001
21 | Thallium (TI) N.D. N.D. 0.007 0.001 0.0002 0.0001
22 | Magnesium (Mg) N.D. N.D. - - 2 1
23 | Titanium (Ti) N.D. N.D. - - 2 1
24 | Zirconium(Zr) N.D. N.D. 14 2 0.2 0.1

- Conclusion PASS PASS - - - -

Remark(s): (a) mg/kg: milligram per kilogram
(b) MDL: Method detected limit

(c) N.D.: Not detected (result is less than MDL)

Material List:

Material # Sample Description/Position Client's Material Statement
1 Silvery metal, meat press Stainless steel 304
2 Silvery metal, shovel Stainless steel 420
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Statement

TN T A B AT R A 5 (BA R I FR[DPHTL) SR BT & i 25 SR IR & M B R AN BT . AN B3 T R IR SRR S5, Pk SO A
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All samples and goods are accepted by the Guangzhou Depuhua Test Services Co., Ltd. (the "DPHTL") solely for testing and reporting in accordance with
the following terms and conditions. The company provides its services on the basis that such terms and conditions constitute express agreement between
the Company and any person, firm or company requesting its services (the "Clients").
A I R TR AR AT 35 (BA R TRIPR R 5 1), A A ] 2 M O P DR o RERAR 2 i ) 5 T (7], 41 o PR A A s 23 AN A5 S AN 3 o s St
F3g . SR, 20 P AT LA 22 w] BV (R o A mT AR EIAS, T L2 7 o SR R sl B BT SRR L e N R B 3E o BRAFFHOGBURFER ] it B 2R, R NIR4 %
FURV A R AR R S A IR AEAR 2 =5 D1 i
Any report issued by Company as a result of this application for testing services (the "Report") shall be issued in confidence to the Clients and the Report
will be strictly treated as such by the Company. It may not be reproduced either in its entirety or in part and it may not be used for advertising or other
unauthorized purposes without the written consent of the Company. The Clients to whom the Report is issued may, however, show or send it. or a certified
copy thereof prepared by the Company to its customer, supplier or other persons directly concerned. The Company will not, without the consent of the
Clients, enter into any discussion or correspondence with any third party concerning the contents of the Report, unless required by the relevant
governmental authorities, laws or court order.
A Fl BB AT DR A AT B 2 DR B AN B 9 e A w1 AT Bl I HEs
Samples submitted for testing are accepted on the understanding that the Report issued cannot form the basis of, or be the instrument for, any legal action
against the Company.
AP S GO AAE B AR R ORUE . B H0L RO EL AN AE SRA S50 4, BIIRFET R, RAETT AR S AR BRI e B B, A
4o ARG FTAE
The information as listed on the first page of this test report was all provided by the client except the sample from, date received, test period, test results
and test conclusion. The client shall be responsible for the representativeness of sample and authenticity of materials, for which DPHTL shall bear no
responsibilities.
AR 3 ASEIE AT FFE PRI RE AR EANH € JE Tty I AR, R L 5E ot RS oA WA S IR Ao el s D7 s ks SR RS Hh 25 7 E AT
AR, A AR K TUE.
The judgment method of determining the conformity in this test report is according to the measured value without considering the risk caused by
uncertainty, unless otherwise clearly stipulated in special agreement, standard or specification. The client shall assume the risk caused by the judgment
method, and DPHTL shall not bear related responsibilities.
TR o AHE NS SR A I B F & o3, R ARSI S B, AR R o 5 H A4
The test report is effective only with both signature and specialized stamp. Without written approval of DPHTL, this report can’t be reproduced in full or in
part.
BRAEAC L wEAT HRE, O CLEE R A5 P U, 15 DU 5 oo 3 I AR 0 (R A 15 RO P 38t ) AN Tt i
The Report refers only to the tested sample (Sample information is provided by customer) and does not apply to the bulk, unless the sampling has been
carried out by the Company and is stated as such in the Report.
AP 75 PRGN 5 SRAORT IR b B BT, RN 2 B8 B E bR A AR IR 5 AN AL 2 AT AEE IR, eh TRl Bdts . G RIAERT, B AL A B B 445
R UNERIE R, ALY S AR E T AL T E .
This test data is only responsible for the tested sample. The data and results provided by the report without CMA accreditation are not to prove to the
society, and DPHTL is not responsible for any economic and legal responsibility for the use of the test data, the direct or indirect losses resulting from the
use of the test and all legal consequences.
B SRAC A WIS E S AN 2t AR 2 ) OR BRIl o FRUBUR, AT B SR IL el 2 (R S £
In the event of the improper use of the report as determined by the Company, the Company reserves the right to withdraw it, and to adopt any other
additional remedies which may be appropriate.
BRAFAHSCEURF I ] S A e R, 75 M AR 28 2 W] F50e 3 1T [R] 3, A A W) 3 05, 908 3055 BNE B A7 R i AF AL«
The Company shall not be called or be liable to be called to give evidence or testimony on the Report in a court of law without its prior written consent,
unless required by the relevant governmental authorities, laws or court orders.
o i LAV e B PP 5 e R P A o, B BUE S S M URE i B i B S A A\
Clients wishing to use the Report in court proceedings or arbitration shall inform the Company to that effect prior to submitting the sample for testing.
AZ R T P SRR S B A ] ORAT 6 4 o A0 PF LR A5 ol S SR PR A I BB A o F) DR A7 ST AT A AR Bl . — B bl 4R 22 (A7 SO IR, Bl A4 8
F AP o ARSI N AL J)AS L SR BEAE TR A B R IR sl o BIEA A W) S S i ST e R AEAH SR IR 0 5 A RIAEAR AT 8 A b AR A AR AT
PUF AR (EABR T )M A2 FHRESUR . Bdiitde . sURMERRRRSE . M. s WRME SUEMEBRAE . SRR, R
B 7 SR R R R B
Subject to the variable length of retention time for test data and report stored hereinto as otherwise specifically required by individual accreditation
authorities, the Company will only keep the supporting test data and information of the test report for a period of 6 years. The data and information will be
disposed of after the aforementioned retention period has elapsed. Under no circumstances shall we provide any data and information which has been
disposed of after retention period. Under no circumstances shall we be liable for damage of any kind, including (but not limited to) compensatory damages,
lost profits, lost data, or any form of special, incidental, indirect, consequential or punitive damages of any kind, whether based on breach of contract of

warranty, tort (including negligence), product liability or otherwise, even if we are informed in advance of the possibility of such damages.
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